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Test Report

T B2 B3 2R A PRAE) (INTLPAK ENTERPRISES CORPORATION)
e LEETHEIEAKLILSE (NO. 11, N. THE FIFTH INDUSTRIAL ROAD, NAN TOU CITY, TAIWAN (R.O.C)))

BUT 55t 45 0 14 B ER A W A P iR (B &% (The following sample(s) was/were submitted and identified by/on behalf of
the applicant as) :
MR (Sample Submitted By) s MR ERMHBIRAE (INTLPAK ENTERPRISES CORPORATION)

41 (Sample Name) : ANTISTATIC CLEAR PS SHEET ZRR{EF B 57k
o 24 5% (Style/Item No.) : NX&NX1 SERIES (X = 1~5) / NX & NX1%3%l (X = 1~5)

Wzt H(Sample Receiving Date) : 05-Oct-2020
Al BB (Testing Period) : 05-Oct-2020 to 13-Oct-2020

BELE K (Test Requested) (1) KIBZSIEE - £%ERoHS 2011/65/EU Annex IR E{EET15< (EV) 2015/863 A5
i 80 R ANEER - ZIRMEK - ZRKKEE, DBP, BBP, DEHP, DIBP - (As
specified by client, with reference to RoHS 2011/65/EU Annex Il and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs,
PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted sample(s).)

(2 HMRAFIEBFER T —E - (Please refer to next pages for the other item(s).)

REL 455 (Test Results) : #2 [T —H& (Please refer to following pages.)

b #(Conclusion) ; (1) RIZREFIRANER - HiF - 85 5k - ANEE - ZREEK - 228K E, DBP,
BBP, DEHP, DIBPHIAIH 45 R T & RoHS 2011/65/EU Annex IEE(ERTIE 2 (EV)
2015/863 ZBR{EZESK - (Based on the performed tests on submitted sample(s),
the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP,
DEHP, DIBP comply with the limits as set by RoHS Directive (EU) 2015/863
amending Annex Il to Directive 2011/65/EU.)

QO\ ] C@r\, ’/

Ray Chang Pt§b. / Manager - Tech
Signed for and on behalf of J
SGS Taiwan Limited

Chemical Laboratory-Kaohsiung

£

> -r‘--
PIN CODE: DFD49C28
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Test Report

R BEEERMNARAS (INTLPAK ENTERPRISES CORPORATION)
M mEE LB TH#IEARILITE (NO. 11, N. THE FIFTH INDUSTRIAL ROAD, NAN TOU CITY, TAIWAN (R.0.C)))

HELERIAGE (Test Part Description)
No.l

BEt 4R (Test Results)

$BHRZEE (TRANSPARENT PLASTIC)

HE#3(Date): 13-Oct-2020

Hg(Page): 2 of 10

AEIER A B MDL | #&R PRE
(Test Items) (Method) (Unit) (Result)| (Limit)
No.1

% (Cd) (Cadmium (Cd)) (CAS No.: 7440-|2EIEC 62321-5: 2013 - DUREREERE | mg/kg 2 n.d. 100
43-9) BEYEEE AT - (With reference to IEC

62321-5: 2013, analysis was performed by

ICP-OES)
#5 (Pb) (Lead (Pb)) (CAS No.: 7439-92-1)|2:#IEC 62321-5: 2013  DURERBEE|EEE | mg/kg 2 n.d. 1000

HEYLREE DT - (With reference to IEC

62321-5: 2013, analysis was performed by

ICP-OES.)
5k (Hg) (Mercury (Hg)) (CAS No.: 7439- |23IEC 62321-4: 2013+ AMD1: 2017 - LUEFE| mg/kg 2 n.d. 1000
97-6) A BRI EHE DT - (With reference to

[EC 62321-4: 2013+ AMD1: 2017, analysis

was performed by ICP-OES.)
7NEES (CrVI) (Chromium VI (CrVD) (CAS |2 EIEC 62321-7-2: 2017 + BISRIMNA-TTR Y | mg/kg 8 n.d. 1000
No.: 18540-29-9) DIAAERTDH - (With reference to IEC

62321-7-2: 2017, analysis was performed

by UV-VIS)
—iRH (Monobromobiphenyl) mg/kg 5 n.d. -
BB (Dibromobiphenyl) mg/kg 5 n.d. -
— RIS (Tribromobiphenyl) mg/kg 5 n.d. -
T38E#3 (Tetrabromobipenyl) mg/kg 5 n.d. -
FRHE (Pentabromobiphenyl) £3E|EC 62321-6: 2015 - DImtBEITE/ER | mg/kg 5 n.d. -
7RI (Hexabromobiphenyl) BT - (With reference to IEC 62321-6: mg/kg 5 n.d. -
8 (Heptabromobiphenyl) 2015, analysis was performed by GC/MS.) | mg/kg 5 n.d. -
JUREESE (Octabromobiphenyl) mg/kg 5 n.d. -
T3 (Nonabromobiphenyl) mg/kg 5 n.d. -
+iRE# K (Decabromobiphenyl) mg/kg 5 n.d. -
%R %4850 (Sum of PBBs) mg/kg - nd. | 1000
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Test Report

5585 (No.): EKR20A00144

A B EEERMBRAE (INTLPAK ENTERPRISES CORPORATION)
R e LB THEIEARKI19E (NO. 11, N. THE FIFTH INDUSTRIAL ROAD, NAN TOU CITY, TAIWAN (R.0.C)))

H#8(Date): 13-Oct-2020

H#(Page): 3 of 10

AEIEE 7% B MDL HR PR1E
(Test Items) (Method) (Unit) (Result)| (Limit)
No.l
=Bk (Monobromodiphenyl ether) mg/kg 5 n.d. =
_,EH 2 (Dibromodiphenyl ether) mg/kg 5 n.d. -
_5%3&?& (Tribromodiphenyl ether) mg/kg 5 n.d. -
SRIEIREE (Tetrabromodiphenyl ether) mg/kg 5 n.d. -
ﬁ/r fiZmk (Pentabromodiphenyl ether) £2|EC 62321-6: 2015 « KGR E/ERE | mg/kg 5 n.d. -
7VREEE (Hexabromodiphenyl ether) B o (With reference to IEC 62321-6: mg/kg 5 n.d. -
HIRIEERE (Heptabromodipheny! ether) 2015, analysis was performed by GC/MS.) | mg/kg 5 n.d. :
JURHEEREE (Octabromodiphenyl ether) mg/kg 5 n.d. =
JURHEZEE (Nonabromodiphenyl ether) mg/kg 5 n.d. =
-HRH B (Decabromodiphenyl ether) mg/kg 5 n.d. .
% AU 0448 (Sum of PBDES) ma/kg | - nd. | 1000
W% _Rs ] X8 (BBP) (Butyl benzyl |SZIEC 62321-8: 2017 - LIABEHT&/E# [ mg/kg | 50 nd. | 1000
phthalate (BBP)) (CAS No.: 85-68-7) BEOMT - (With reference to IEC 62321-8:
2017, analysis was performed by GC/MS.)
#ZX B8 — T fis (DBP) (Dibutyl £Z|EC 62321-8: 2017 - ImABEBITE/EE | mg/kg 50 n.d. 1000
phthalate (DBP)) (CAS No.: 84-74-2) B - (With reference to 1IEC 62321-8:
2017, analysis was performed by GC/MS.)
37 _FPEs _ =T fis (DIBP) (Diisobutyl |&%IEC 62321-8: 2017 - LIRtBEMTE/ERE | mg/kg | 50 n.d. 1000
phthalate (DIBP)) (CAS No.: 84-69-5) |24 - (With reference to IEC 62321-8:
2017, analysis was performed by GC/MS.)
MWE PR (-2 S E)E (DEHP) (Di- |£3EIEC 62321-8: 2017 - LImAREE/ERE | mg/kg 50 n.d. 1000
(2-ethylhexyl) phthalate (DEHP)) (CAS  |#& 247 - (With reference to IEC 62321-8:
No.: 117-81-7) 2017, analysis was performed by GC/MS.)
2 _BPfg _ 25 (DINP) (Diisononyl |2%EIEC 62321-8: 2017 - USMENE/ERE | mg/kg | 50 n.d. -
phthalate (DINP)) (CAS No.: 28553-12- |24 - (With reference to IEC 62321-8:
0, 68515-48-0) 2017, analysis was performed by GC/MS.)
ik — BPRE — E 545 (DIDP) (Diisodecyl |£%EIEC 62321-8: 2017 - LIRBEMTH#/ERL | mg/kg | 50 n.d. -
phthalate (DIDP)) (CAS No.: 26761-40- |#& 247 - (With reference to IEC 62321-8:
0, 68515-49-1) 2017, analysis was performed by GC/MS.)
32k — PR _ 1IE =R (DNOP) (Di-n-octyl |&31EC 62321-8: 2017 - DISBEMT&/ERL | mg/kg | 50 n.d. -

phthalate (DNOP)) (CAS No.: 117-84-0)

&N - (With reference to IEC 62321-8:
2017, analysis was performed by GC/MS.)
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Test Report

BMEBEPERMHBMRAS (INTLPAK ENTERPRISES CORPORATION)
BT 2B TR 81158 (NO. 11, N. THE FIFTH INDUSTRIAL ROAD, NAN TOU CITY, TAIWAN (R.0.C))

HH#i(Date): 13-Oct-2020

BEg(Page): 4 of 10

AEER il EaBeA BRI MDL R PRIE
(Test ltems) (Method) (Unit) (Result)| (Limit)
No.l
& (F) (Fluorine (F)) (CAS No.: 14762-94- mg/kg 50 n.d. -
8)
£ (Cl) (Chlorine (Cl)) (CAS No.: 22537~ |£3#BS EN 14582: 2016 - DBt FETED mg/kg 50 n.d. -
15-1) # - (With reference to BS EN 14582: 2016,
38 (Br) (Bromine (Br)) (CAS No.: 10097~ |[analysis was performed by IC.) mg/kg 50 n.d. -
32-2)
M () (lodine (1)) (CAS No.: 14362-44-8) mg/kg 50 n.d. -
2 EER (PFOA) KM EEEHE 23S EPA 3550C: 2007 - LUREENTE/E | mg/kg 10 n.d. -
(Perfluorooctanoic acid (PFOA) and it's |#&#& 247 - (With reference to US EPA
salt) (CAS No.: 335-67-1 and its salts)  |3550C: 2007, analysis was performed by
LC/MS))
EEFIiER(PFOS) M EE T £3US EPA 3550C: 2007 - LURABRBHE/E | mg/kg 10 n.d. -

(Perfluorooctanesulfonic acid(PFOS)
and it's salt) (CAS No.: 1763-23-1 and
its salts)

RO - (With reference to US EPA
3550C: 2007, analysis was performed by
LC/MS.)

&t (Note) :

1. mg/kg = ppm ; 0.1wt% = 1000ppm

N

"-" = Not Regulated (fR/F1E{E)

Ul how

. MDL = Method Detection Limit (/7% 1ERIERE)
. n.d. = Not Detected (Zk#gH) ; /Mi¥MDL / Less than MDL

 BEEIREEEEEHES (PFOS and its salts including) :

CAS No.: 29081-56-9, 2795-39-3, 29457-72-5, 70225-14-8, 56773-42-3, 251099-16-8, 307-35-7.
6. ZE IR EEIEE S (PFOA and its salts including) :

CAS No.: 3825-26-1, 335-95-5, 2395-00-8, 335-93-3, 335-66-0.
7. FEMERTHE R & REREMELSE - (The statement of compliance conformity is based on comparison

of testing results and limits.)
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Test Report

PR BB ZER M BIR/AE] (INTLPAK ENTERPRISES CORPORATION)
mg¥R TR T E TR K115 (NO. 11, N. THE FIFTH INDUSTRIAL ROAD, NAN TOU CITY, TAIWAN (R.O.C))

E&BIRIER / Analytical flow chart of Heavy Metal

RIBUTRREBEZIEE  BRET2AR - (ANERAEITERN)
These samples were dissolved totally by pre-conditioning method according to below flow chart.
( Cr®" test method excluded )

] BI% - EEE M / Cutting ~ Preparation |
v

l it MEE / Sample Measurement I

: | A Criv)
v # Pb/#R Cd/K Hg & v
0 s Sl A i it JEs: /8 / Non-metal S8 / Metal
FRBUR SRR 5/ B R TR Y AR | T hl | /vetal |
Acid digestion with microwave / hotplate ABS /PC/PVC &/Others v
7 v v #7KZEHL / Boiling
Dﬁg‘é;‘fz%@%b/ {;{2}[35/06_160‘@? water extraction
B3 / Filtrati issolvin H igestin
l 18} / Filtration l ultrasonication 2t 150°160°C ¥
} v v SAEBIERS /
v v ocenTEER | [ WKB/ Cool, fiter
y 1gesting a eparating 1o ge’ N
| 7R / Solution l | 755 / Residue l 60"%b ,g atueous phase digestate through
ultrasonication +
v ! | -
S / Alkali | v | Phad diohenst.
D) mIERNE / Alkali fusion 4% pH / pH adjustment iphenyl-
i : carbazide for color
2) EEEEAMR / HCl to dissolve 3 development
MAZBEIRE / Add diphenyl-
l carbazide for color deve opm)ént +
v T BL UV-%E/ '34{0%%?’]
. o g Ey R AR nm i
RERE TR A /ICP-OFS l 1LUV-VIS - B SR 540 nm Ag TRITTE / Measure
IRULE / Measure the absorbance at the absorbance at
540 nm by UV-VIS 540 nm by UV-VIS
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Test Report

it PR E1 R ZE R AR A E] (INTLPAK ENTERPRISES CORPORATION)
mfemhEEmE L& T2EIEARKI1SE (NO. 11, N. THE FIFTH INDUSTRIAL ROAD, NAN TOU CITY, TAIWAN (R.0.C))

LR/ Z R ARE SR IEE / PBB/PBDE analytical FLOW CHART

¥ mATEIE /Sample pretreatment
4
Smn#< 80 / Sample extraction
RIZERE / Soxhlet method

SRR AR/ F ke
Concentrate/Dilute Extracted solution
v

ZAUREIE / Filter

!

MUSAREAR/ B S A 1 / Analysis by
GC/MS
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BB EEERMNABRAS (INTLPAK ENTERPRISES CORPORATION)
R REE ¥R T #EIAK1I15E (NO. 11, N. THE FIFTH INDUSTRIAL ROAD, NAN TOU CITY, TAIWAN (R.0.C)

BIEBRI S 4iRIEE / Analytical flow chart of phthalate content

AR 7555/Test method: [EC 62321-8]

FRATRIE/ DG
Sample pretreatment/separation

!

el THF S A R2EE /

Sample dissolved/extracted by THF

!

R R /
Dilute Extracted solution

)

RAEBEREIWT /
Analysis was performed by GC/MS

|

8132 / Data
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K= 2R / Analytical flow chart of Halogen

15 ATRIR/ D |
Sample pretreatment/separation

|

MERRERBRAEZRESP /
Weighting and putting sample in cell

L

ampAEEE/RIT
Oxygen Bomb Combustion / Absorption

WEZEEEE /
Dilution to fixed volume

!

BB /
Analysis was performed by IC
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R (5)/ %ﬁﬁ%ﬁﬂ%*ﬁiﬁﬁ I Analytical flow chart of PFOA/PFOS

1Al EIE /
Sample pretreatment

l

HBEREEEUEAZEEL
Sample extraction by ultrasonic method

l

EAUR R
Concentrate/Dilute Extracted solution

\ 4
PUGREITE RS E DT EEEUR /
Analysis was performed by LC/MS

A\ 4

#4& / Data
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* IRAPUNAEFTERIRR - RIS B IRAE A 2 4 aa /8B M. *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

EKR20A00144

** IRELEE (End of Report) **
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